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Technical Data

SHINITE @
E202G30 NA
FR/GF Grade / [}k | 3z 48n@ B4k
Unit Test Method Values
Mechanical properties e
Izod Impact(Notched) [T Kg-cm/cm ASTM D256 8.4
Tensile Strength (B Kg/cm? ASTM D638 1200
Elongation VA GIES % ASTM D638 2.8
Flexural Strength @ B Kg/cm? ASTM D790 1870
Flexural Modulus s ey Kg/cm? ASTM D790 89700
Rockwell Hardness 7% RS R ASTM D785 120
Thermal properties e =]
Heat Deflection Temperature g B ASTM D648
66psi °C ]
264psi °C 205
Flammability [ K - uL94 VO
Melting Point jeatids °C DSC 223
Electrical properties BRMEME
Dielectric Strength IrEETRE KV/MM ASTM D149 20
Dielectric Constant IEEE ASTM D150 4
Volume Resistivity HEfEEENH (2-CM ASTM D257 1.00E+16
Other properties HelrE
Specific Gravity FhEE - ASTM D792 1.60
Water Absorption Iy 7K 2% % ASTM D570 0.07
Mold Shrinkage TP 48 ASTM D955
Flow ENTTIE % 0.2~0.4
Cross Flow E=WIE % 0.5~0.9

UL file number : E107536

"Nothing in this information shall be construed as a recommendation for any use that may infringe on any patent right or as an endorsement of any material
supplied by Shinkong Synthetic Fibers Corporation. We do not gurantee the applicability or the accuracy of this information or the performance of our products
in any specific situation. We recommend each user of our products make its own tests to determine if the material is suitable for a particular use. The data
show here are within the normal range of product properties, but they are NOT SECIFICATION LIMITS. Additives of any kind alter some or all of the

properties.”
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